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Please refer to the result summary.
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Test Requested

Conclusion

Dishwasher Test (As per client’s request)

See Result

Thu Hung Yat, Rodney
Section Manager
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Dishwashing Resistance Test (In-house Method)

Scope

No. of Specimens

No. of Cycles

Testing Procedures

Cycle Time

Cycle Water Temperature

Detergent Brand

Acceptance Level

Test Result

Sample Description
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This test describes a procedure for the evaluation of products that claim
to be dishwasher safe or have customer expectation of being
dishwasher safe.

1 set of White Ceramic Mug with Black Plastic Box for testing, remains
as control.

1 cycle (As client’s request).

1) Visually inspect sample and record any cosmetic defects.

2) Washing the specimen for the specified cycles continuously and
dries it.

3) After specimen is dry for 30 minutes, examine / inspect from a
distance of 30cm and record any observations or differences from
the retained sample.

Normal Wash — 90 Minutes.

Main Wash — 140 Degree F. (60 Degree C.)
Rinse — 130 Degree F. (54 Degree C.)

Cascade (Made in USA) in pH of 9 value.

No discoloration, deformation, staining of water (water mark), or
substantial deterioration of item’s appearance and or function.

PASS. No noticeable change after test.

White Ceramic Mug with Black Plastic
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Sample photo :

10O al=nt

SGS authenticate the photo on original report only

***End of Report***
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